[image: image1.emf]

0.0

67.6

 10 mm [ms%] MgO


[image: image2.emf]

0.0

77.5

 10 mm [ms%] SiO2


[image: image3.emf]

0.0

2.6

 10 mm [ms%] K2O


[image: image4.emf]

0.0

33.6

 10 mm [ms%] CaO


[image: image5.emf]

0.0

0.3

 10 mm [ms%] TiO2


[image: image6.emf]

0.0

0.6

 10 mm [ms%] Cr2


[image: image7.emf]

0.0

0.8

 10 mm [ms%] MnO


[image: image8.emf]

0.0

17.8

 10 mm [ms%] Fe2O3


[image: image9.emf]

0.0

0.3

 10 mm [ms%] Ni


[image: image10.emf]

0.0

0.0

 10 mm [ms%] P2O5


