
XRD Summary 

CM2B  

Core 1-50



807-C5708B 9 1 26 26807-C5708B 9 1 26 26

Hydrotalcite + Dolomite + 
Serpentine



26 807-C5708B 9 1 26 2626 807-C5708B 9 2 43 43

Serpentine + Chromite



26 26 807-C5708B 9 1 26 2626 2 43 807-C5708B 9 2 48 48

Hydrotalcite + Serpentine 
+ Hydromagnesite



26 26 43 48 807-C5708B 9 2 48 48

Hydromagnesite + 
Serpentine 



26 48 48 807-C5708B 9 2 46 46

Serpentine + Talc



48 46 807-C5708B 9 2 50 51

Hydrotalcite + Serpentine 
+ Hydromagnesite 



807-C5708B 9 3 2 2

Serpentine + Cpx



2 807-C5708B 9 3 6 6

Serpentine 



2 6 807-C5708B 9 3 3 4

Serpentine + Cpx



6 3 807-C5708B 9 3 4 4

Serpentine + Spinel + 
Calcite



3 4 807-C5708B 10 1 16 17

Hydrotalcite



4 16 807-C5708B 10 1 32 33

Serpentine + Hydrotalcite



16 32 807-C5708B 35 2 5 10

Serpentine + Spinel



807-C5708B 35 3 2 3

Serpentine + Diopside



2 807-C5708B 35 3 4 5

Serpentine



2 4 807-C5708B 35 3 10 11

Diopside



4 10 807-C5708B 35 3 14 14

Diopside



10 14 807-C5708B 35 3 11 12

Serpentine + Cpx



14 807-C5708B 35 3 15 16

Cpx



15 807-C5708B 35 3 23 23

Serpentine 



807-C5708B 35 3 14 15

Serpentine



14 807-C5708B 35 3 40 43

Diopside



14 807-C5708B 41 2 50 5140 

Prehnite + Chlorite



50 807-C5708B 41 4 30 3140 

Xonotlite + Diopside



50 30 807-C5708B 42 3 12 13

Chrysotite



30 12 807-C5708B 44 2 31 31

Calcite



12 31 807-C5708B 44 2 34 35

Xonotlite



807-C5708B 44 2 69 70

Xonotlite



69 807-C5708B 44 3 78 79

Diopside + Grossular



69 807-C5708B 44 3 82 83

Diopside



82 807-C5708B 44 3 89 90

Chlorite



82 89 807-C5708B 44 3 89 89

Grossular + Chlorite


